IIIIIIIIIIIIIIIIIIIIII

Inspection
report.




Safelink
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Inspection Report  (PSI) HKI-PSI 2017052472

PRODUCT DESCRIPTION
SN

' Product Nam e: Fabric Rolls

Inspection location: Wujiang City
Inspection date: May 29t 2017
Expected shipment date: N/A

Your internal reference number:

L/CNO.: N/A

Reference # N/A

PO NO.

Add: Wujiang city,Suzhou, China

Order quantity: 54500M
Pcs ready for inspection: 53358.5M
Reference sample available: No

Ganen Ordered Total Rolls Available Packed Not Packed Sample from
Quantity Quantity Quantity Quantity packed Qty.
BLACK 3000 21 2657.8 2657.8 0 284
Brown 1500 10 1307.6 1307.6 0
BubbleGum 1000 7 988.3 988.3 0
Burgundy 1500 10 1441.4 1441.4 0
Charcoal 1500 10 1464.2 1464.2 0
Chartreuse 1500 10 1377 1377 0 143.5
Chino 1500 10 1430.2 1430.2 0
Columbia Blue 1000 7 995 995 0
Cranberry 1000 8 1222 1222 0
Cream 1500 10 1463.4 1463.4 0
Crimson 1000 8 1193.1 1193.1 0
Dark Navy 1500 10 1503.4 1503.4 0
Fall Green 1500 10 1520.5 1520.5 0
Flame Orange 1500 10 1400.8 1400.80 0
Forest 1500 10 1506 1506 0
Fuchsia 1500 10 1496.4 1496.4 0
Gold 1500 10 1294.2 1294.2 0
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Hunter 1500 10 1383.3 1383.3 0
Lavendar 1500 10 1467.8 1467.8 0
Lt Blue 1500 10 1405.7 1405.7 0
Navy 1500 10 1438.5 1438.5 0
Olive 1500 10 1398.7 1398.7 0
Pearl Grey 1500 10 1612.6 1612.6 0
Pewter 1500 10 1496.7 1496.7 0
Purple 1500 10 1575.3 1575.3 0
Red 1500 10 1455.8 1455.8 0
Royal Blue 1500 10 1507.6 1507.6 0
Sand 1500 10 1416.2 1416.2 0 145.8
Sea Spray 1500 10 1295.7 1295.7 0
Skin 1000 7 999.1 999.1 0 141
Soft Pink 1500 10 1517.8 1517.8 0
Sunrise 1500 10 1441 1441 0
Tan 1500 10 1512.3 1512.3 0
Tangerine 1500 10 1522.9 1522.9 0
White 4500 32 4750.2 4750.2 0 286.7
Total 54500 370 533585 533585 0 1001

PACKING LIST (black:Y white: Y)

Art. No.
CONTRACT NO: NO: PINC -WHT
MARK
PO.NO. CLR.NO LENGTH PER PIECE PCS/Roll QTY
(Y)
PINC-WHT
Actual QTY(Y) Extra QTY(Y) MAR}((Y())TY /
BLACK
1-1 132.2 1
1-2 130.7 1
1-3 128.1 1
1-4 126 1
1-5 129.9 1
1-6 130.6 1
1-7 135.8 1
1-8 136.6 1
1-9 134.8 1
1-10 134.7 1
1-11 141.3 +7.6 133.7 1
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2-12 151.1 1
2-13 150.5 1
2-14 153.1 +2.8 150.3 1
2-15 150 1
2-16 151.4 1
2-17 151.8 1
2-18 150.6 1
2-19 149 1
2-20 149.2 1
2-21 146.5 1

TOTAL 2657.8 21

BROWN
1-1 129.2 1
1-2 126.6 1
1-3 126.7 1
1-4 135.3 1
1-5 132 1
1-6 1314 1
1-7 130.5 1
1-8 131.3 1
1-9 132.3 1
1-10 132.3 1
Total 1307.6 10
BUBBLE GUM
1-1 133.9 1
1-2 139.8 1
1-3 144.2 1
1-4 1354 1
1-5 144 1
1-6 147.1 1
1-7 143.9 1
TOTAL 988.3 7
BURGUNDY
1-1 141.2 1
1-2 1455 1
1-3 141 1
1-4 142.7 1
1-5 140.1 1
1-6 148.4 1
1-7 1455 1
1-8 144.5 1
1-9 145.8 1
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1-10 146.7 1
TOTAL 1441.4 10
CHARCOAL
1-1 145.6 1
1-2 147.3 1
1-3 142.8 1
1-4 146.8 1
1-5 146.2 1
1-6 145 1
1-7 150 1
1-8 147 1
1-9 147 1
1-10 146.5 1
TOTAL 1464.2 10
CHARTEUSE
1-1 135.2 1
1-2 127.5 1
1-3 136.4 1
1-4 139 1
1-5 141.4 1
1-6 143.8 1
1-7 160.6 +18.4 143.5 1
1-8 139.3 1
1-9 136.7 1
1-10 134.2 1
TOTAL 1377 10
CHINO
1-1 140.6 1
1-2 147.4 1
1-3 134.2 1
1-4 138.6 1
1-5 145.2 1
1-6 145.2 1
1-7 143.9 1
1-8 146.2 1
1-9 147.2 1
1-10 141.7 1
TOTAL 1430.2 10
COLUMBIA
BLUE
1-1 1394 1
1-2 141 1
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1-3 141.8 1
1-4 142.8 1
1-5 142.4 1
1-6 142 1
1-7 144.6 1
TOTAL 995 7
CRANBERRY
1-1 149.2 1
1-2 154 1
1-3 154.5 1
1-4 153.2 1
1-5 148 1
1-6 157 1
1-7 154.6 1
1-8 151.5 1
TOTAL 1222 8
CREAM
1-1 147.9 1
1-2 143.5 1
1-3 146 1
1-4 147.5 1
1-5 148.1 1
1-6 146 1
1-7 143.4 1
1-8 144.7 1
1-9 147.2 1
1-10 149.1 1
TOTAL 1463.4 10
CRIMSON
1-1 150.3 1
1-2 153.5 1
1-3 143.7 1
1-4 151 1
1-5 152.7 1
1-6 147.8 1
1-7 147.7 1
1-8 146.4 1
TOTAL 1193.1 8
DARK NAVY
1-1 144.8 1
1-2 148.3 1
1-3 145.6 1
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1-4 147.6 1
1-5 150.2 1
1-6 153.9 1
1-7 156.4 1
1-8 153 1
1-9 152.5 1
1-10 151.1 1
TOTAL 15034 10
FALL GREEN
1-1 151.6 1
1-2 153 1
1-3 149 1
1-4 153.5 1
1-5 152.2 1
1-6 154.3 1
1-7 154.2 1
1-8 154.4 1
1-9 148 1
1-10 150.3 1
TOTAL 1520.5 10
FLAME ORANGE
1-1 124.5 1
1-2 133 1
1-3 134.5 1
1-4 143.9 1
1-5 146.4 1
1-6 143 1
1-7 139.4 1
1-8 145.1 1
1-9 151 1
1-10 140 1
TOTAL 1400.8 10
FOREST
1-1 147.6 1
1-2 152.7 1
1-3 146.1 1
1-4 153.9 1
1-5 149.3 1
1-6 150.2 1
1-7 152.2 1
1-8 154.9 1
1-9 151.8 1
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1-10 147.3 1
TOTAL 1506 10
FUCHSIA
1-1 165.1 1
1-2 147.2 1
1-3 145 1
1-4 158.6 1
1-5 154.6 1
1-6 139.7 1
1-7 142 1
1-8 152.2 1
1-9 155 1
1-10 137 1
TOTAL 1496.4 10
GOLD
1-1 130.4 1
1-2 131.5 1
1-3 133.3 1
1-4 128.6 1
1-5 131.1 1
1-6 112.8 1
1-7 132.7 1
1-8 1314 1
1-9 130.4 1
1-10 132 1
TOTAL 1294.2 10
HUNTER
1-1 138.7 1
1-2 137.5 1
1-3 134.2 1
1-4 139 1
1-5 140.7 1
1-6 134.9 1
1-7 138.6 1
1-8 142.4 1
1-9 141 1
1-10 136.3 1
TOTAL 1383.3 10
LAVENDAR
1-1 143.8 1
1-2 145.2 1
1-3 140.9 1
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1-4 145.7 1
1-5 144.2 1
1-6 149.7 1
1-7 150.6 1
1-8 147.9 1
1-9 149 1
1-10 150.8 1
TOTAL 1467.8 10
LT BLUE
1-1 138.6 1
1-2 140.3 1
1-3 133.6 1
1-4 136.7 1
1-5 140.6 1
1-6 145.1 1
1-7 143.8 1
1-8 142.2 1
1-9 141.2 1
1-10 143.6 1
TOTAL 1405.7 10
NAVY
1-1 149.2 1
1-2 137.6 1
1-3 148.8 1
1-4 143.8 1
1-5 143.3 1
1-6 143.7 1
1-7 147.5 1
1-8 144 1
1-9 140 1
1-10 140.6 1
TOTAL 1438.5 10
OLIVE
1-1 140.2 1
1-2 140.2 1
1-3 139.5 1
1-4 143 1
1-5 144.1 1
1-6 144.7 1
1-7 142.8 1
1-8 147.4 1
1-9 140.9 1
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1-10 115.9 1
TOTAL 1398.7 10
PEARL GREY
1-1 169.4 1
1-2 160.2 1
1-3 160.2 1
1-4 170.2 1
1-5 159 1
1-6 155.2 1
1-7 162.3 1
1-8 159.1 1
1-9 162.4 1
1-10 154.6 1
TOTAL 1612.6 10
PEWTER
1-1 146.8 1
1-2 150.5 1
1-3 136.9 1
1-4 147.4 1
1-5 149.7 1
1-6 153.5 1
1-7 151 1
1-8 150.3 1
1-9 154 1
1-10 156.6 1
TOTAL 1496.7 10
PURPLE
1-1 158.4 1
1-2 158.6 1
1-3 155.3 1
1-4 158.3 1
1-5 158.4 1
1-6 159.1 1
1-7 159.2 1
1-8 159.2 1
1-9 156.3 1
1-10 152.5 1
TOTAL 1575.3 10
RED
1-1 147.3 1
1-2 147.9 1




Safelink

INSPECTIONS & COMPLIANCE

1-3 1224 1
1-4 148.8 1
1-5 143.1 1
1-6 146.9 1
1-7 144.8 1
1-8 150.2 1
1-9 151.9 1
1-10 152.5 1
TOTAL 1455.8 10
ROYAL BLUE
1-1 153.7 1
1-2 152.1 1
1-3 152.6 1
1-4 153.4 1
1-5 144.8 1
1-6 151.5 1
1-7 149.2 1
1-8 149.6 1
1-9 149.9 1
1-10 150.8 1
TOTAL 1507.6 10
SAND
1-1 144.7 1
1-2 146 1
1-3 138 1
1-4 147.1 +1.3 145.8 1
1-5 142.3 1
1-6 142.2 1
1-7 141.2 1
1-8 138.6 1
1-9 1394 1
1-10 138 1
TOTAL 1416.2 10
SEA SPRAY
1-1 123.5 1
1-2 125.6 1
1-3 131.7 1
1-4 131.1 1
1-5 134.6 1
1-6 116.2 1
1-7 135.7 1
1-8 131.1 1
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1-9 136.1 1
1-10 130.1 1
TOTAL 1295.7 10

SKIN
1-1 144.6 1
1-2 143.4 1
1-3 142.5 1
1-4 141.3 1
1-5 142.9 1
1-6 143.4 1
1-7 148.4 +7.4 141 1
TOTAL 999.1 7
SOFT PINK
1-1 149.7 1
1-2 150.4 1
1-3 154.5 1
1-4 157.3 1
1-5 153.9 1
1-6 151.7 1
1-7 154.2 1
1-8 149.2 1
1-9 144.9 1
1-10 152 1
TOTAL 1517.8 10
SUNRISE
1-1 146 1
1-2 139 1
1-3 142 1
1-4 147 1
1-5 148 1
1-6 147 1
1-7 145 1
1-8 145 1
1-9 143 1
1-10 139 1
TOTAL 1441 10
TAN
1-1 148.3 1
1-2 150.3 1
1-3 150 1
1-4 150.7 1
1-5 147.2 1
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1-6 164.3 1
1-7 148 1
1-8 152.8 1
1-9 151.7 1
1-10 149 1
TOTAL 1512.3 10
TANGERINE
1-1 145.6 1
1-2 154.5 1
1-3 155.3 1
1-4 151.7 1
1-5 151.8 1
1-6 167 1
1-7 158.8 1
1-8 153.5 1
1-9 86.7 1
1-10 198 1
TOTAL 1522.9 10
WHITE
1-1 139 1
1-2 146.8 1
1-3 152.9 1
1-4 151.6 1
1-5 149.1 1
1-6 152.7 1
1-7 136.4 +3.6 132.8 1
1-8 145.7 1
1-9 147.1 1
1-10 113 1
1-11 151.6 1
1-12 146.7 1
1-13 153.5 1
1-14 153.1 1
1-15 153.3 1
1-16 158.7 +4.8 153.9 1
2-17 146.4 1
2-18 146 1
2-19 149.7 1
2-20 148.7 1
2-21 152.2 1
2-22 150.8 1
2-23 150.9 1
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2-24 153.3 1
2-25 141.7 1
2-26 155.7 1
2-27 154.1 1
2-28 154 1
2-29 146.7 1
2-30 154.1 1
2-31 155.1 1
2-32 148 1
TOTAL 4750.2 32
Total 53358.5 370
INSPECTION INFORMATION
Inspection based on
Approval Sample ‘ M Specifications ‘ I P/O# ‘ M Photos ‘ [J Drawing ‘ [J Others:

OVERALL INSPE CTION RESULT

| PROBLEMATIC REMARKS

PROBLEMATIC REMARKS

Factory products have been completed.

GSM test, found the actual is 113g&109g&699&68g.
Factory don't provide customer approval samples, samples which were sent to customer.

>N o=

o v

7. Testing/ checking:

Workmanship: Pass the inspection

Product description / style / color: Pass the inspection

QTY: All the products are piled up whe n arriving, but the quantitiy of the products isn't consistent
with that the clients need. The Packing list is provided by the factory.

COLOR Test result PO request
WHITE 1099
BLACK 1169 Need to confirm
CHARTREUSE 1119 with the client
SKIN 117g
SAND 1089
COLOR Test result PO request
WHITE 168cm 64-65"
BLACK 170.5cm 64-65"
CHARTREUSE 168cm 64-65"
SKIN 163.7cm 64-65"
SAND 162.5cm 64-65"
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8. Data measurement:

CTN NO. DATA ON THE LABEL ACTUALTEST RESULT
RESULT

WHITE 1 -16 153.9Y 158.7Y Need to confirm with the
WHITE 1 -7 132.8Y 136.4Y client, Because the cloth can be
SAND 1-4 145.8Y 147.1Y pulled long,there’s tensile force in
BLACKT -11 133.7Y 141.3Y front of and behind the machine
BLACK2 -14 150.3Y 153.1Y when testing the cloth, so each

SKIN 1 -7 141Y 148.4Y cloth is longer than the length

CHARTREUSE1 -7 143.5Y 160.63Y signed

9. Packaging: No reference data from client.

10. Marking: No r eference data from client.

Other.
11. No final packaging, No barcode on product.
12. There are 35 colours about the whole batch of the cloth, the production cycle is so long that the
cloth produced before was placed inside. The inspector hopes to see all the colo urs, but

communicate with the factory, it refused.
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PHOTOS

Remark 2 Remark 2

Remark 2 BLACK Gram Weight:1.16g
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CHARTEUSE Gram Weigh t:1.11g SKIN Gram Weight:1.17g

NSPECTION METHODS APPLIED
Inspection Crit eria - Acceptable Quality Level (AQL)
Inspection service requirement Final Random Inspection
ANSI/ASQC Z1.4 -1993 Single sampling plan for norma | inspection
(ISO 2859 -1, MINL-STD 105E or BS6001 )

No. of sample size

Sampling standard performed per

General inspection levels at I . 315 m
inspected

) Critical Major Minor

Acceptable Quality Level ( AQL) for:
Not allowed 2.5 4.0

No. of sample size inspected for: 200M 200M 200M
Total No. of packed cartons N/A cartons Number of cartons open shall bethe square root
Qty. of inspected cartons N/A cartons of the available cartons quantity.

Samples selected from the following cartons:

Comments: N/A
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APPEARANCE & FUNCTION INSPECTION

No. Details of Non -Con for Minty Critical Major
1. Dirty 0 0
2. Broken pick 0 5
3. Broken hole 0 2
4. Crease mark 0 0

Total defects found: 0 7
Maximum Critical/Major/Minnor  Allowed: 0 10
Samples Checked: 315 315

Defect Photo:

-

Dirty --Min Dirty --Min

Minor

| O | O

14
315

Broken pick —Maj Broken pick --Maj
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Crease mark --Min Crease mark --Min

Broken hole --Min Dirty --Min

Dirty --Min




GENERAL INSPECTION ~ CHECKLIST ‘

#
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Crease mark --Min

Inspection ltem

Quantity check

Result

T
4| O

Crease mark --Min

REMARK

Remark 1

WorkManship

Product Description, Style, & Color
ConforMinty

Remark 3

Labeling,Printing,Marking & Barcode

Packaging & assortment

Shipping Marks

On-site test and Data measurement

Function check

Smell check

.| Internal Check for WorkManship

.| Barcode scanning test

N/A

Loading test

N/A

Strength of seaming check

N/A

Product size check

Product weight check

Quantity per carton check

17.

Transportation drop test check (61cm,

10times)

N/A

18.

Dimension of carton check

N/A

19.

Gross Weight of carton check

OO0 O O0O0000NNNNNNN O~

OO0 O OOoOoOoooooooooo o A

NN N OOO0OO0OrROOOO0OO0O0O J OO

N/A
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ON-SITETEST (PHOTOS)

One of the package One of the package

Open packing Open packing




Safelink

INSPECTIONS & COMPLIANCE

Open packing

]AE-YHTM
;@Lﬂﬂ -
ROLL:

& E_ﬂ_’—%
; COLOR: Marogn .
T
I ———

Sticker

Sticker Sticker
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The inspection machine

Width check Width check

ﬁﬂ'.ﬁ;*.!.‘..;‘l*““ﬁ.ﬂiﬁ

The length of the fabric The length of the fabric check
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Width check Width check

AL

P e i, o 3 R L T

The length of the fabric check

Width check Width check
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cC-8F-998 (Wi |

The length of the fabric The length of the fabric check

Width check Width check

co—eF-aum [W ]

R

The length of the fabric The length of the fabric check
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The sticker of the fabric The fabric on the machine

WHITE

=
.'] AN EE s

-,

Width:168cm

The length of the fabric The yard of the fabric:158.77Y
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width width:162.6cm

BLACK

width width:170.5cm

The length of the fabric The length of the fabric:141.35Y
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SKIN

width width:163.7m

The length of the fabric The length of the fabric:148.48Y

CHARTREUSE

The width The width:168cm
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The length of the fabric The length of the fabric:160.63Y

PACKAGING DETAILS

1. | Shipping Mark: [ClCorrect [JIncorrect M N/A
2. Color of carton color Corrugated Paper H>-Ply
Carton Information: 17-Ply
Strength of carton [JGood [JAverage [JPoor [JOther
4. | Packing Material: [JColor box [ Corrugated case [1Bubble bag [Poly-bag
Remark : please refer to the below photos for Marking & labeling & packing for details.
5. | Anti-cutting protection: LJOK MNotgood [IN/A
TYPE: [Green dot symbol [IRecycle logo
6. Recycle Symbol:
ON: [Outer carton Ulnner carton [1Color box_IPoly-bag [10ther
7. | Language: MEnglish  [See photos attached
[IMade in China  [INo “Made in China “found MOthers
8. | Country of origin: ON: [Productl1OutercartonlInnercarton [IColor box [Poly-bag
ON: OJProduct [Colorbox [IManual [Poly-bag [IOther: N/A
9. | Others: N/A
Supplier Inspector Supervisor Your Decision for the Inspection
Robin S Andy Z M Jim P O MarkW | [CAgree with result Sign. Date
ClConditional
Our inspectors have notified supplier/factory not to CJAccept May 29th,2017
effect shipment until get final approval from you. VIOther
Your Comments : N/A
Factory’s Co -operation [JGood M Average LIPoor [IVery bad
Weather Conditions [ISunny M Cloudy LIRainy LIN/A

Inspection Site [JQC Room L] Warehouse MWorkshop [JHarbor
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OTHER PHOTOS

Factory gate Factory

Workshop gate Workshop
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FACTORY DISCLAIMER

Original signature from Factory Manager accepting SLIC

conditions on Shipment authorization and bribery issues

IMPORTANT NOTES

This report reflects our findings at time and place of inspection.
This report does not relieve suppliers from their contractual liabilities or prejudice buyers' right for compensation for any apparent

and/or hidden defects not detected during our random inspection or occurring thereafter.

The End of Report




